
Washington State Department of Transportation
Materials Laboratory

PO Box 47365 Olympia WA 98504 / 1655 S. 2nd Ave   Tumwater WA 98512         

349.01,351.01,354.01,356.01Bid Item No :Smith, WillProject Engineer :
V0130452Lab Number :

0000011342fSample ID :008127Work Order :
I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADDSection :

Date Received :

State Route No :

Local Agency No :
Org Code :

000

454302 7/1/2013

Billing Code

T47H - 1

Result Code:

8/2/2013

Meets Specifications Kurt R. Williams, P.E.

Construction Materials Engineer

Michael Polodna, P.E.      By:_______

Structural Material Testing Engineer

(360) 709-5446

Remarks :

Date :

Phone :

Atkinson

Material :

Supplier : Heat Number :

Lot Number :

Type or Grade : Size : 75 # 9

Specification : SP 219 -  226

Rebar-Deformed Steel Bars - 9-07.2 - 2012 

NF12201508

Manufacturer : Nucor/Williams 
Form 
Engineering

Bar 1 Bar 2 Specification

Tensile Strength: (psi) 124570 100000 Min.

Yield Strength:(psi) 101000 75000 Min.

Weight: (lb/ft) 3.33 3.196 Min.

Bend:

Elongation: 7.0 % 6 %

Test Report for Rebar 


